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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(309) 9891404 .

Lab Report

BRONM MINING CORP.
MR, JIN BARRON
F.0. BOX 485
DEADNOODy SD
57732




Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 9894404

L 4
, BONDAR-CLEGG

REPORT: 098-1434 ( COMPLETE )

Lab Report

REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: NONE LISTED

SUBNITTED BY: J. BARRON
DATE PRINTED: 30-NOV-88

NUMBER OF LOWER

BONDAR-CLEGG CHECKS IN 4TH COLUMN.

ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 47 0.002 OPT Fire Assay
2 M Gold 1 0.002 OPT Fire Assay
I A Gold 1 0,002 OPT Fire Assay
4 Au BCI Au (Bondar-Cleds) - 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIDNS NUMRER SANPLE PREPARATIONS NUMBER
D DRILL CORE 47 2 -150 47 fssay Prep 47
Excessive Wetness 1561
Saarle Pickur 1
——REMARKS: HORK PERFORMED AT OUTSIDE LAR:
3 SEPARATE ASSAY RESULTS REPORTED FOR ONE
SAMPLE .

REPORT COPIES TO: MR. JIN RARRON
MR, JIM BARRON

INVOICE TO: MR. JIN RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404 )
3 BONDAR-CLEGG
REPORT: 098-1434 PROJECT: NONE LISTED PAGE 1
SANPLE ELENENT Au Au fu  Au BCI SAMPLE ELENENT Au Au Au  Au BCI
NUMBER UNITS  OPT oPT 0Pt oPT NUMRER UNITS  OPT 0PT 0PT 0PT
D2 R88-496-565-570 <0,002 0,002 D2 R88-494-745-770 0,014 %
D2 R88-495-570-575 0,002 12 R88-496-770-775 0,210 0,074 0,032 0,070 .09
D2 R88-494-575-580 0,002 D2 R88-494-775-780 0,010
D2 R88-494-580-585 0,016 D2 R88-496-780-785 0.026
D2 R88-496-585-590 0,002 D2 R88-494-785-790 €0,002
12 RB8-494-590-595 0,004 02 R88-494-790-795 0,012
D2 R88-496-595-500 0,008 D2 R88-494-795-800 0,004~
12 RB3-494-600-405 0,002
D02 R88-496-605-610 40,002
D2 RE8-494-610-615 0,002
D2 R88-494-615-620 40,002
D2 RB8-496-620-625 0,030 0,029
D2 R88-494-625-630 0,014
12 R88-496-430-435 0,002
D2 R88-494-635-640 €0.002
D2 R88-494-640-645 0,010
D2 R8S-495-645-650 0,008
D2 R88-494-650-455 €0,002
12 R88-494-655-660 0,008
D2 R8S-494-660-565 0,006
12 R88-495-665-670 0,002
02 R88-456-670-675 40,002
D2 R88-496-675-680 0,002
D2 R88-494-680-485 0,006
12 R88-496-685-690 0,026
I2 RES-494-690-495 0,030 0,029
D2 R88-494-695-700 0,026
D2 R88-494-700-705 0,006
02 R88-494-705-710 0,002
D2 RB8-496-710-715 0,002
12 R88-494-715-720 €0,002
12 R88-496-720-725 £0,002
D2 R88-494-725-730 0,002
12 RB8-494-730-715 0,024
12 R88-494-735-740 0,022
02 R83-494-740-745 0,010
D2 R88-496-745-750 0,035 )
12 R88-494-750-755 0,037 (.4 ) 0,045
12 R88-496-755-760 0,020
D2 RBS-494-740-765 0,012




BROKM MINING CORP,
MR, JIM RARRON
P.0. BOX 485
DEADNOODs SD
7732




REPORT: 098-1433 ( COMPLETE )

BC

REFERENCE INFO! NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: NONE LISTED

SUBMITTED BY! J, BARRON
DATE PRINTED: 30-NOV-88

NUMBER OF LOMER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assay

2  Au BCI Au (Bondar-Clegd) 6 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 60 fssay Prep 60

Excessive Wetness 1852
—_Saarle Fickue 1

REMARKS: WORK PERFORMED AT OUTSIDE LAR.

BONDAR-CLEGG CHECKS IN 2ND COLUMN,

REPORT COPIES 7O} MR. JIM BARRON
MR, JIM RARRON

INVOICE TO: MR. JIM BARRON




m-cng.d:ru Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 989-1404
s BONDAR-CLEGG

REPORTS 098-1433 | PROJECT: NONE LISTED PAGE 1

SANPLE ELENENT  Au Ay BCI SANPLE ELENENT  Au  Au BCI

NUNBER UNITS ~ OPFT  OPT NUMBER UNITS  OPT  OPT

D2 RB8-496-265-270 0,02t 0,014 12 R83-496-465-470 €0,002

D2 RB8-496-270-275 0,012 D2 REB-496-470-475 <0,002

D2 R88-496-275-280 0,004 D2 RE8-494-475-480 <0,002

D2 REB-496-280-285 0,004 D2 RBB-496-480-485 €0,002

D2 RE8-494-285-290 0,006 12 R8S-474-485-490 0,002

12 R88-496-290-295 0,008 D2 REB-496-490-495 0,008  <0.002 /.00 |

02 R88-496-295-300 0,006 D2 R88-494-495-500 0,004

D2 R8B-496-300-305 0,016 D2 R8B-494-500-505 €0,002

12 RES-496-305-310 0,002 D2 R88-494-505-510 €0,002

D2 R8B-496-310-315 €0,002 D2 R88-494-510-515 0,006

D2 RE8-494-315-320 0,002 D2 RBS-494-515-520 0,006

12 R8-496-320-325 0,004 0,004 D2 R88-494-520-525 0,002

D2 RBE-496-325-330 0,002 D2 R88-496-525-530 0,004

12 RBB-496-330-335 0,002 D2 R88-494-530-535 0,002

02 RE8-496-335-340 0,004 12 REB-496-535-540 0,004 0,004

D2 RBS-496-340-345 0,002 D2 R8S-494-540-545 0,002

12 REG-494-345-350 0,002 — D2 RES-494-545-550 0,004

D2 RB8-496-350-355 <0002 D2 RE8-494-550-555 0,002

D2 R88-494-355-340 0.006 D2 RB8-496-555-560 0,002

D2 RB8-496-360-365 0,004 D2 R88-496-560-545 40,002

D2 R88-496-365-370 0,002

D2 RES-496-370-375 0,008

12 R88-494-375-380 0,002

12 RE8-496-380-385 0,004

12 R83-494-385-390 0,030

D2 RB8-496-390-395 0,016 0,016

12 R88-496-395-400 0,006

D2 REB-496-400-405 0,002

12 R88-496-405-410 0,002

D2 RE8-494-410-415 0,006

12 RE8-494-415-420 0,006

D2 RB8-496-420-425 0,002

12 R88-496-425-430 0,002

02 RE8-496-430-435 0,020

02 R83-496-435-440 0,012

12 R8B-496-440-445 <0,002

12 R33-496-445-450 0,002 <0,002

D2 RBE-494-450-455 <0,002

02 RB8-496-455-440 40,002

[2 RB8-496-460-445

<0.002




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404
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Bondar Cieg o Geochemical

(303) 989-1404

. BONDAR-CLEGG
REPORT: 098-1414 ( COMPLETE ) REFERENCE INFD: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 1S-NOV-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 33 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAKPLE PREPARATIONS NUMBER
R DRILL CORE 33 2 -150 3 Assay Prep 3
Samrle Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED,

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIN BARRON




Bondar-Clegg, Im:br ‘mmm. |
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report
(303) 989-1404
. BONDAR-CLEGG
REPORT: 098-1414 PROJECT: NONE LISTED PAGE 1
SAMPLE ELEMENT Au SANPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT
D2 R88-494-0-5 0,005 D2 RB8-496-200-205 £0.002
P2 R88-494-5-10 0,007 D2 R88-496-205-210 £0.,002
D2 R88-494-10-15 0.003 D2 R88-496-210-215 £0,002
02 RB8-496-15-20 0,003 D2 RB8-4946-215-220 40,002
02 R88-494-20-25 <0.002 D2 R88-494-220-225 €0,002
N2 RB8-494-25-30 €0,002 D2 R88-496~225-230 £0.002
02 R88-496-30-35 0.003 D2 R88-496-230-235 €0,002
D2 RB8-496-35-40 €0,002 D2 RB8-496-235-240 £0,002
D2 RB88-496-40-45 €0.,002 D2 R88-496-240-245 0,006
D2 RB88-496-45-50 £0.002 D2 R88-494-245-250 £0.002
D2 R88-494-50-55 <0.002 D2 R88-496-250-255 <0,002
D2 R88-496-55-40 £0.002 D2 R8B-4946-255-260 €0.002
D2 R88-496-60-65 <0.002 D2 R88-494-260-245 <0,002
D2 R88-494-45-70 <0,002
D2 RB8-494-70-75 €0,002
D2 RBB8-496-75-80 <0,002
D2 R88-496-80-85 €0,002
D2 R8B-496-85-90 £0,002
D2 RB8-494-90-95 €0,002
D2 RB8-494-95-100 €0.002
D2 RB88-496-100-105 <0.002
D2 R88-494-105-110 <0,002
D2 R88-494-110-115 0,003
D2 R88-494-115-120 <0,002
D2 RB88-496-120-125 €0,002
D2 R88-496-125-130 £0.002
D2 R88-494-130-135 0.010
D2 R88-494-135-140 £0.,002
D2 R88-494-140-145 €0,002
D2 RB8-494-145-150 <0.002
D2 R88-496-150-155 €0,002
D2 R88-494-155-140 €0.002
D2 RBB8-494-160-145 €0.002
D2 RB8-494-165-170 £0.002
D2 R8B-496-170-175 €0,002
D2 R88-494-175-180 €0.002
D2 R88-494-180-185 <0.002
D2 RB8-494-185-1%0 <0.002
D2 RB88-494-190-195 €0.002
D2 R88-496-195-200 <0,002




Date Shipped
# Parcels in Shipment
GEOLOGIST'S NAME

LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWD0OD, CO. 80228 PHONE: S89-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Via

[ Prepaid or [J Collect

PHONE NUMBER

TOTAL NUMBER OF SAMPLES

e

PROJECT NAME OR NUMBER

Samples| # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba| E spec|  Activation oce test
/795 - god
[ assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) 0 unprepared

0O DO NOT
COMMENTS

ASSAY GEOCHEMICAL OVERLIMITS

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

[0 DISCARD AFTER ANALYSIS COMPLETE

[0 RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

[J Results 0
[ Invoices 0
0 Pulps (]
[0 Rejects O
0 Results 0
O Invoice 0
O Pulps 0
O Rejects 0

CLIENT'S COPY

Results
Invoices
Pulps
Rejects

Results
Invoice
Pulps
Rejects




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S83-1104 TELEX: 45-683
SAMPLE SHIPMENT NOTICE

Date Shipped Via ] Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
S'I';'g:;” s..:pm Saml(ﬂse"lil:st?bm Cu Pb Zn Mo Ag Cd Ni E(%EMIE:TEJOBIBE\’NA&YZ&D F Au As Hg Sn Sh Ba|E spec A'l‘:;:'l'l?:ﬂ DcP 3:’:1

[ assay (%, ore grade) ) prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) = unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE 0 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD 1 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
0O Invoices [J Invoices
O Pulps O Pulps
O Rejects 0 Rejects
0 Results [0 Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects 0 Rejects

CLIENT'S COPY




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWODOOD, CO. PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [ Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME ____PHONE NUMBER PROJECT NAME OR NUMBER
s'r':r.” Sa:pm m'("s'gw Cu Pb Zn Mo Ag Cd Ni Et':f”vfr’nn g‘romat"u ‘ﬁ"ﬁ" F Au As Hg Sn Sb Ba| E spec m DeP 3’5

\A

0 assay (%, ore grade) O g prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) 0 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[ DISCARD AFTER ANALYSIS COMPLETE [J DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD 0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS. INVOICES AND SAMPLES TO BE SENT TO:
0 Results [J Results
[J Invoices 1 Invoices
O Pulps [ Pulps
[0 Rejects [J Rejects
[0 Résults [0 Results
O Invoice O Invoice
O Pulps 0 Pulps
O Rejects [0 Rejects

CLIENT'S COPY
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rJI3355
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ROTARY RIG REPORT TIME SHEET #
A B c ) E F H
| FooTace conract | HourLy conract | MATERIALS CONSUMED | cuarcersie | cranceasie | OFFICE
A. OPERATING RIG G HOURS N0 oUes E. (Specity quantities and types) | TOCLENT TO TONTO oNLY
FUNCTIONS CLIENT | TONTO | CUEENT | TONTO |55| Gel (bags)
1|{DrilOB O to 56 | Polymers
2 | Drill OB to 57
3[Set 7] 7 Casingto _2C oty 58| Foam (pails)
4 | DDH Rev. Circ. O to g 59| Rock Oil (gal.)
5 | DHH Rev. Circ. 7(-< to<; /¢ ~ 60| LCM
6 | DHH Rev. Circ,2 (J to /1 & of l’,l 61 £ .
7 | Tricone Rev. Circ. O to 62| Cement (bags) £
8 | Tricone Rev. Circ. to 63| Sample Bags
9 [Tricone Rev. Circ. to 64| Diesel (gal) =2 OO
10| Conventional DDH O to F.MATERIALS LEFT IN HOLE (recovered)
11| Convenional DHH to 65 Drill Pipe ft.
12 | Conventional DHH to 66
13| Conventional Tric. O to 67 Casing ft.
14| Conventional Tric. to 68
15| Conventional Tric. to 69
16| Rotary Core to G. OTHER MATERIALS CHARGEABLE TOCLIENT Q1
17| Trip Rods (Bit) at 5 /() i 0| L0 /) PEFS /
18| Trip Rods (Other) at > 71
19| Pull Casing e/ 72
20| Ream Rods / Casing 73
21| Drill Sand / Cave H. A/R MATERIALS — Office Use Only
22 | Condition Hole E // 74| Length of Move [93] Hole Start Time
23| Survey Hole 75| Length of Waterline/Haul
24/ Log Hole 76 Type of Splitter - Wet/Dry |94 Hole Finish Time
25| Engineering Work
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